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9 Figure 4 Testing configuration for solar collectors where heat transfer fluid 

is air. Identify the variables a and b in Figure 4 as shown below. 
(Note: Additions are shown in underline) 
 

 
where 
a = the height of the air collector air flow opening 
b = the width of the air collector air flow opening  
(Not to be confused with these letters used as subscripts.) 
 
Figure 4 Testing configuration for solar collectors where heat transfer fluid 
is air.  
 

  
  
  

 


